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SERVICE AND INNOVATION

Shenzhen 863 New Material and Technology Co., Ltd

Test Report

(Report No.): SAC2020-06745-1 (Date): 2020/10/29 Page 1 of 7

Customer  SHENZHEN REFOND OPTOELECTRONICS CO.,LTD

Address

1

6th Floor, Building #1, 10th Industrial Zone, Tian Liao Community, Gong Ming Area,

Guang Ming New District, Shenzhen, China

(Sample Information)
(Sample Name)
(Sample Description)
(Model/P.O. No.)
(Item/Lot No.)
(Material)

/ (Buyer)
(Supplier)
(Manufacturer)
(Received Date)
(Test Period)

Test Requested

Yogi Peng

SMD-LED(PCT2835)
LED(Yellow LED)
SMD-LED(PCT2835)

/
/
/
/
/
2020/10/26
2020/10/26~2020/10/29
(Pb)  (Cd)  (Hg) cr™)
(PBBs) (PBDEs) DBP BBP DEHP DIBP

o «cn @) O

As specified by customer, to determine the Lead (Pb), Cadmium (Cd),
Mercury (Hg), Hexavalent Chromium (Cr®*), PBBs, PBDES, DBP, BBP,
DEHP, DIBP, Fluorine (F), Chlorine (Cl), Bromine (Br) and lodine (I)
content.
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SERVICE AND INNOVATION

Shenzhen 863 New Material and Technology Co., Ltd

Test Report
(Report No.): SAC2020-06745-1 (Date): 2020/10/29 Page 2 of 7
(Test Method):
(Test Item(s)) (Test Method) (Equipment)
Lead(Pb) Cadmium(Cd) IEC 62321-5:2013 ICP-OES
Mercury(Hg) IEC 62321-4:2013 ICP-OES
Hexavalent chromium(Cr®) IEC 62321-7-2:2017 UV-Vis
(PBBs, PBDEsS) IEC 62321-6:2015 GC-MS
(DBP) (BBP)
(2- ) (DEHP) IEC 62321-8:2017 GC-MS
(DIBP)
Fluorine (F hlori I
worine ()~ Chlorine (C EN 14582:2016 IC
Bromine (Br) lodine (1)
1. (Test Conclusion):
1 (Pb)  (Cd)  (Hg) (Cr™)
(PBBs) (PBDEs) DBP BBP DEHP DIBP RoHS
2011/65/EU (EVU)2015/863 To test according to the requirements of the

customer, the Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent Chromium (Cr®"), PBBs, PBDEs,
DBP, BBP, DEHP, DIBP results of the sample shown in this report do not exceed the required limit of
EU RoHS 2011/65/EU and its amendment directive (EU) 2015/863.

2 IEC 61249-2-21 (The halogen results of the
sample shown on this report do not exceed the required limit of IEC 61249-2-21.)
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